Permeation Breakthrough Times (min)

Neoprene/ .
Material LLDPE Natural Nllrlla}'Neopre
Rubber

Ee—— oo | o7 | om | om | oz |

<10 Not Recommended
AlphaTec®
Brand AlphaTec® | AlphaTec® MICROFLEX®| TouchNTuff®
10-30 Splash Protection Solvex®
30-60 Splash Protection 500 6%"(’)'605
Product Group 37-675 93-260.360 . - .
60-120 Medium Protection ~
250.300.700
[

120-240 Medium Protection

240-480 Good Protection Chemical name

>480 Good Protection

107-06-2 1,2-Dichlorcethane 100
71-36-3 1-butanol 100

71-23-8 1-propanol 100

64-19-7  Acetic acid 100 c] s c]

64-19-7  Acetic acid 50

108-24-7 Acetic anhydride 100 <10
R NG - & - & =« & v
67-64-1  Acetone 50 m <10’
79061 Acrylamide 100 _— a0
1336-21-6 Ammonium hydroxide 25 C ._
108-94-1  Cyclohexanone 100

o

75-09-2 Dichloromethane 100
67-66-3 Chlereform 100
108-94-1 Cyclohexanone 100
75-09-2 Dichloromethane 100
109-89-7 Diethylamine 100
60-29-7 Diethylether 100
617-84-5 Diethylformamide 100
67-68-5 Dimethyl Sulphoxide 100
68-12-2 Dimethylformamide 100

1235458 Ethidiumbromide 100
7647-01-0 Hydrochloric acid 37 >480' >480'

7664-39-3  Hydrofluoric Acid 49 >480' C >480' C -
7722-84-1 Hydrogen peroxide 30 >480' _
268324 Imidazole 100 260
540-84-1 Iscoctane 100 >480' .

67-63-0 Isopropanol 100 >480'

67-63-0 Isopropanol 60 >480'

593-51-1 Methylamine hydrochloride 100
64742-82-1  Naphtha (petroleum), hydrodesulfurized heavy 100 >480' m

7697372 Nivic acid 7o
30525-89-4  Paraformaldehyde 100
7601-90-3  Perchloric acid 100
7601-90-3 Perchloric acid 60 >480'

108-95-2  Phenol 90 c] w3 | <0 |
1310-58-3 Potassium Hydroxide, aqueous solutions 86
1310-58-3 Potassium hydroxide 100
1310732 Sodium Hydroxide 40 >480' >480'
1310-73-2 Sodium Hydroxide 100 >480' >480'

7664-93-9  Sulfuric acid 96 >480' C . _
1634-04-4  Tert-Butyl Methyl Ether 100 >480' m 240-480'
109-99-9 Tetrahydrofuran 100 >480' _ _
108-88-3 Toluene 100 >480' _

121-44-8 Triethylamine 100 >480' C




